
检测报告

报告编号： SHA55-24120011-JC-01-01R1

样品来源： 客户送样

客户名称：

杭州锐赛普新材料科技有限公

司

地    址:

浙江省杭州市临安区玲珑街道

环南路 2018 号诚达（杭州）科

技园 2 号楼 201 室

 上海微谱检测科技集团股份有限公司
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检测报告

下列样品及样品信息由委托方提供及确认:

样品名称：DMT

样品描述：/

样品规格：/

型号/批号：/

其他信息：/

      
检测信息:

接样日期：2024-12-02

检测周期：2024-12-02~2024-12-13

检测要求：根据客户要求进行检测

检测依据：请参见下一页

检测结果：请参见下一页

编制：

批准：

签发日期： 2024-12-17
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1.检测项目：见下表*

检测结果：

***本页结束***

样品编号 检测项目 检测方法 检测结果 单位

对苯二甲酸二甲酯含量 99.93 %

间苯二甲酸二甲酯+邻
苯二甲酸二甲酯含量

GB/T 11538-2006
0.013 %

熔融色度 GB/T 605-2006 0 Hazen

热稳定性

（175℃下加热 4h）
SH/T 1543-1993 5 Hazen

灰分 SH/T 1543-1993 未检出（<0.001） %

酸值 SH/T 1543-1993 0.01 mgKOH/g

铁 SH/T 1543-1993 未检出（<0.0001） %

结晶点 SH/T 1543-1993 142.3 ℃

挥发分 SH/T 1543-1993 0.002 %（m/m）

2412000497-1

光密度（340nm） SH/T 1543-1993 0.03 /



报告编号：SHA55-24120011-JC-01-01R1   页码：3 / 3

上海市杨浦区国伟路 139 弄杨浦都市工业园 9 号楼、10 号楼 2 楼 4 楼、18 号楼（200438）  400-700-8005   www.weipugroup.com

样品照片：

注：本报告代替原报告，原报告编号：SHA55-24120011-JC-01-01，原报告作废。

***报告结束***

—— 声明——

1. 报告若未加盖“检验检测专用章”或“报告专用章”或编制人、批准人未全部签字，一律无效。 

2. 本报告不得擅自修改、增加或删除，否则一律无效。 

3. 报告部分提供或部分复制均视为无效。全复制件未重新加盖“检验检测专用章”或“报告专用章”视为无效。

4. 如对报告有疑问，请在收到报告后 15 个工作日内提出。

5. 本报告结果仅对本次受测样品负责。若报告未加盖 CMA 章，表示部分或全部检测方法不在 CMA 资质认定能力范围内，报告仅用于

客户科研、教学、内部质量控制、产品研发等目的，供内部参考。

6. 委托方对样品及其相关信息的真实性负责。

7. 未经本公司同意，委托人不得擅自使用检验检测结果进行不当宣传。

8. 经委托方允许，本报告加*项目为分包测试项目。
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Inspection Report

Report No.: SHA55-24120011-JC-01-01R1

Sample Source: Customer-Supplied Sample

Client Name: Hangzhou Ruisaipu New Material Technology Co., Ltd.

Address: Room 201, Building 2, Chengda (Hangzhou) Technology Park, No. 2018

Huan'nan Road, Linglong Street, Lin'an District, Hangzhou City, Zhejiang Province

Shanghai Weipu Mechanical Technology Co., Ltd.
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Inspection Report

The following sample and sample information were provided and confirmed by the client:

Sample Name: DMT

Sample Description: /

Sample Specification: /

Model/Batch No.: /

Other Information: /

Inspection Information:

Date Received: 2024-12-02

Inspection Period: 2024-12-02 to 2024-12-13

Inspection Requirements: Inspected according to client requirements

Inspection Basis: See next page

Inspection Results: See next page

Prepared By:

Approved By:

Date Issued: 2024-12-17
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1. Inspection Items: See table below*

Inspection Results:

Sample ID Inspection Item Test Method Result Unit

2412000497-1

Dimethyl Terephthalate

Content

GB/T

11538-2006

99.93 %

Dimethyl Isophthalate +

Dimethyl Phthalate Content

0.013 %

Melting Color GB/T

605-2006

0 Hazen

Thermal Stability (heated at

175°C for 4h)

SH/T

1543-1993

5 Hazen

Ash Content SH/T

1543-1993

Not detected

(<0.001)

%

Acid Value SH/T

1543-1993

0.01 mgKOH/g

Iron Content SH/T

1543-1993

Not detected

(<0.0001)

%

Crystallization Point SH/T

1543-1993

142.3 ℃

Volatile Matter SH/T

1543-1993

0.002 % (m/m)

Optical Density (340nm) SH/T

1543-1993

0.03 /

End of Page
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Sample Photo(s): [Placeholder for photo(s)]

*Note: This report replaces the original report (Report No.: SHA55-24120011-JC-01-01).

The original report is void.*

END OF REPORT

—— STATEMENT——

1. This report is invalid if it is not affixed with the "Inspection & Testing Special Seal" or

"Report Special Seal," or if the signatures of the Preparer and Approver are incomplete.

2. This report is invalid if it is modified, added to, or deleted from without authorization.

3. Partial provision or partial reproduction of this report is deemed invalid. A full copy

without re-affixation of the "Inspection & Testing Special Seal" or "Report Special Seal"

is invalid.

4. Any queries regarding this report must be raised within 15 working days of receipt.

5. The results in this report apply only to the tested sample(s) provided. If the report is not

affixed with a CMA seal, it indicates that part or all of the test methods used fall outside

the scope of CMA certification. Such reports are intended solely for the client's internal

reference purposes, including scientific research, teaching, internal quality control, and

product development.

6. The client is responsible for the authenticity of the sample(s) and related information.

7. The client shall not use the inspection and test results for improper publicity without the

company's consent.

8. With the client's permission, items marked "Project is a subcontracted test item" are

included in this report.
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